Quality standard for clear float glass- MC Grade

NOVAL GLASS

www.nhovalglass.com

Quality MB Level — Industrial Glass
JRRZS MC — TR

No. /5 Ttem/TH H Requirement/ZERK Remarks £
1 Thickness <3mm -0.15/+0.1
I 3.0-6.0mm -0.2/+0.1
8.0 -0.3/+0.2
Gradient {2 <0.2
2 Dimension Length/Width <3mm -2/+1mm
R /5 3.0-6.0mm +2mm
8.0mm -3/+2mm
Diagonal L<3m <3mm
KNS L=3m <4mm
3 Zebra <3.0mm >50° 100mm from each edge, 3 degree
£ £ 3-4mm 255° deviation
>5mm >60° BEIEE 100mm Y 3 ° 2
4 Maximum Refining f i 8/1.2m2 Refining bubble/drop tin/Sn02
Defect Number/ Nucleus #<0.12mm (Drop tin i 6/1.2m2) /B /ISnO2
20m2 Class 0 Acceptance \
TN AR Deformation 4% J£<0. 5mm RV Core 4<0. 2m
K /20m2 Class 1 1 .
0. 6mm<deformation 2 T%<1. 2mm 0 2mncCore B=0. 5m
Class 2 1
0. 5mm<Core #%<1. Omm
1. 5mm<deformation AZ K <2. 0
Class 3 0
1. Omm<Core #%<1. 5mm
3. Omm<deformation AZJE<5. 0
Class 4 0
Core #%>2. 5mm
Deformation 48 f£>7. Omm
5 Scratch/ Microcrack Invisible distance of scratch on/Microcrack glass is 320mm.
X3/ ThEREL WEHERN3 /PRSI AN v] DR 2 2 320mm
Distance between two defects P [A]FE More than 300mm/-K T 300mm
Microcrack fHZ44L <0. 3mm
6 Cutting DJ#| < 3mm Length and width are less than 2mm | protrusion, chipping, corner on-off,
K BEFN 58 BE AN B IS 2mm shelling, slice off
3-5mm Length and width are less than 3mm 3L, (T A B
SN AN IS 3mm
>5mm Length and width are less than 5mm
I ERI 58 B2 AN B 3 Smm
7 Flatness (Difference) /*FHE (R E MK AD <0.8
8 Tin count ¥ & <1300
9 Ream Index 44 <3.0

Remarks: After wash, no stain &t /5, TI5RNEE.




